
GOLDSTORM DEPOSIT 
Viewing Southwest (220°/-10°)

Lower CS-600

Upper CS-600
Lower CS-600
• Flotation Concentrate:
• 29% Cu, 33 g/t Au, 96 g/t Ag
• Flotation Recovery:
• 88.1% Cu, 63.8% Au, 51.3% Ag

Supercells A/B/C/D
*Supercell values modelled 
outside of CS-600 domain 
not included in Mineral 
Resource Estimate. Values 
within CS-600 capped at 9 
g/t Au.
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